BORING LOG 2 COLCHESTER HES NH 5600(14).GPJ VERMONT AOT.GDT 9/11/12

STATE OF VERMONT BORING LOG Boring No..  B-113
AGENCY OF TRANSPORTATION COLCHESTER Page No: 1 of 1
Warking to Get You There
I Q1) § e o e MATERIALS & RESEARCH SECTION HES NH 5600(14) Pin Nows 190046
SUBSURFACE INFORMATION " EE—
Us2 & US7 Checked By: TOE
Casin Sampler ;
Boring Crew: PORTER, GARROW, SALISBURY Type: : SAg o Groundwater Observations
Date Started: 7/11/12 Date Finished: 7/11/12 1.D.: 3.25 in 1.5 in Date D(ef;:;h Notes
VTSPG NAD83: N 731890.94 ft  E 1462785.32 fi Hammer Wt: N.A. 140 Ib. No wafer fo depth.
- . Hammer Fall: N.A. 30 in.
Station: 12+69 Offset: 32.00 Hammer /Rod Type: Auto/AWJ
Ground Elevation: 332.08 ft Rig: CME 45C TRACK CE = 1.34
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Asphalt Pavement, 0.0 ft — 0.7 ft
L ©] A-1-a, SaGr, brn, Moist, Sample from auger flights. 11-R 3.1 | 63.3 (287 8.0
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2\ oy A-1-q, Gr, brn, Moist, Rec. = 0.8 ft, Lofs of Broken Rock was within sample. 12-25-R| 4.2 | 70.2 (17.5|12.3
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1. Stralification lines represent approximate boundary between material types. Transition may be gradual.
2. N Volues have not been corrected for hammer energy. CE is the hammer energy correction factor.
Notes: 3. Water Ie\éel readings have been made at times and under conditions stated. Fluctuations of groundwater may occur due fo other factors than those present at the time measurements
were made.




